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57 ABSTRACT

Processes for separating carbon nanotubes according to their
length are described. The processes involve forming highly
dispersed systems of the nanotubes followed by creating an
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(21) Appl. No.: 12/122,288 tio%ls %orm in the Vesselr.) The average length of nano(%ubes ina
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